
Productname

Ingredients  / INCI CAS EINECS CI Amount (%)

Aliphatic Urethane Acrylate n/a n/a n/a 25-50

Acrylated Resin n/a n/a n/a 25-50

PETIA/PETTA 1245638-61-2 629-850-6 n/a 5-10

Trimethylolpropane Triethoxy 

Triacrylate 28961-43-5 500-066-5 n/a 5-10

Ethylphenyl(2,4,6-

trimethylbenzoyl)phosphinate 84434-11-7 282-810-6 n/a 5-10

Aliphatic Urethane Diacrylate n/a n/a n/a 1-5

Silica Dimethyl Silylate 68611-44-9 271-893-4 n/a 1-5

Mica 12001-26-2 310-127-6 n/a 0,1-1

Polyethylene glycol200dimethacrylate 25852-47-5 n/a n/a 0,1-1

Unsaturated acrylic resin 264888-31-5 n/a n/a 0,1-1

Polyester Resin n/a n/a n/a 0,1-1

Tricyclodecan Dimethanol Diacrylat 42594-17-2 255-901-3 n/a 0,1-1

Ethylhexylacrylate 103-11-7 203-080-7 n/a <0,1

Tetraethylene Glycol Diacrylate 17831-71-9 241-789-3 n/a <0,1

Tetraethylene Glycol Dimethacrylate 109-17-1 203-653-1 n/a <0,1

P-Hydroxyanisole 150-76-5 205-769-8 n/a <0,1

Cellulose Acetate Butyrate 9004-36-8 n/a n/a <0,1

Modified Polysiloxane n/a n/a n/a <0,1

BHT 128-37-0 204-881-4 n/a <0,1

Hydroquinone 123-31-9 204-617-8 n/a <0,1

CI 77891 13463-67-7 236-675-5 77891 1-5

CI 77002 1332-73-6 215-573-4 77002 0,1-1

CI 19140 12225-21-7 235-428-9 19140 0,1-1
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