
Luxury Farbgel Ingredients Übersicht 

08 Scarlett 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 45410, 77220, 77861, 77891

09 Princess 
Epoxymet acrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 14720, 77220, 77861, 77891, Synthetic Fluorphlogopite

10 Pink Lolli 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 17200, 77019, 77220, 77861, 77891

11 Pink Grape 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 15850:1, 77220, 77861, 77891

12 Love 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 15850:1, 77019, 77891

13 Mandarine 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 14700, 77019, 77220, 77861, 77891 

14 Apricot Dream 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77019, 77491, 77861, 77891, Silica, Syn 
Fluorphlogopite 

15 Pearly Apple 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77019, 77288, 77891 

16 Aqua 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77019, 77288, 77861, 77891, Silica, Syn 
Fluorphlogopite 



17 Beach Party 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 15850:2, 77891, Synthetic Fluorphlogopite 

18 Darling 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 77491, 77861, 77891, Silica, Syn Fluorphlogopite, Synthetic 
Fluorphlogopite 

19 Dreaming 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 14720, 77007, 77019, 77861, 77891, Silica, Syn Fluorphlogopite 

20 First Love 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 26100, 77820, 77861, 77891, Borosilicate Glass, Synthetic Fluorphlogopite 

21 Flamingo 
Epoxymetacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 15850:2, 77861, 77891, Synthetic Fluorphlogopite 

22 Goldy Lavender 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 77861, 77891, Synthetic Fluorphlogopite  

23 Lagoon 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 74260, 77861, 77891, Silica, Syn Fluorphlogopite, Synthetic 
Fluorphlogopite 

24 Melody 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 17200:1, 77861, 77891, Synthetic Fluorphlogopite 

25 Pink Satin 
Epoxymetacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 77491, 77891, Silica, Synthetic Fluorphlogopite 



26 Sparkling Star 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 77000, PET, Styrene/Acrylate Copolymer

27 Pearly Plum  
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 77019, 77220, 77499, 77742, 77861, 77891

28 Coffee 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 77019, 77220, 77491, 77492, 77499, 77861, 77891

29 Berry 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 73360, 75470, 77019, 77742, 77891

30 Bronze 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77019, 77491, 77891, Synthetic Fluorphlogopite 

31 My Girl
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 77007, 77861, 77891, Syn Fluorphlogopite

32 Glam Star
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 77000, 77820, 77861, Borosilicate Glass, PET, Styrene/Acrylates
Copolymer

33 Glam Trees
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 74260, 77820, 77861, Borosilicate Glass

34 Glam Baby
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 75470, 77820, 77861, 77891, Borosilicate Glass



35 Glam Sea 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 77007, 77820, 77861, Borosilicate Glass

36 Glam Kiss 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 15880:1, 77820, 77861, Borosilicate Glass

37 Glam Wood
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 16035:1, 42090, 77820, 77861, Borosilicate Glass

39 Cappuccino
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 77019, 77220, 77491, 77492, 77499, 77861, 77891, Silica

40 Raspberry
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 15850:1, 75470, 77019, 77891

41 Blue Sky
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 74160, 77019, 77220, 77861, 77891

42 Oriental
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 77019, 77499, 77861, 77891

43 Rusty
Epoxyme hacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol

44 Malve 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 14720, 15880:1, 77220, 77499, 77742, 77861, 77891

45 Sunflower 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 11680, 77220, 77861, 77891



47 Salmon 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 14720, 15850, 15850:2, 77220, 77861, 77891  

51 Lobster 
Epoxymet acrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p-Hydroxyanisol, +/- CI 77019, 77220, 77491, 77861, 77891

52 Verbena 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77220, 77742, 77861, 77891  

53 Cobalt 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77007, 77220, 77861, 77891 

54 Lilac
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p- Hydroxyanisol, +/- CI 17200, 60725, 77007, 77220, 77499, 77861, 
77891

55 Martime
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p- Hydroxyanisol, +/- CI 77019, 77510, 77861, 77891, Silica, Synthetic 
Fluorphlogopite

56 Crocus
Epoxymeth crylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 77220, 77742, 77861, 77891

57 Brick
Epoxyme hacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 11680, 12085, 12490, 15850, 15850:2, 77220, 77491, 77861,
77891

59 Red
Epoxyme hacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, 
p- Hydroxyanisol, +/- CI 12085, 73360

60 Anthracite
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl 
Isopropanol, Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes 
Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77220, 77499, 77861, 77891



61 Swimmingpool 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 42090, 77220, 77289, 77861, 77891 

62 Fir 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 77007, 77220, 77288, 77499, 77861, 77891 

63 Relaxed 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 42090, 77220, 77289, 77861, 77891 

64 Moss 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 74260, 77220, 77288, 77861, 77891 

65 Mice 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, 
Ethyl(2,4,6-Trimethylbenzoyl)-phenyl phosphinoxid, Silica, Propoxyliertes Glycerintriacrylat, p-
Hydroxyanisol, +/- CI 77220, 77499, 77861, 77891 

66 Eucalyptus 
Epoxymethacrylat, Polyesterurethanacrylat, Hydroxyethylmethacrylat, Benzoyl Isopropanol, , 
Silica, Propoxyliertes Glycerintriacrylat, p-Hydroxyanisol, +/- CI 77220, 77288, 77499, 77861, 
77891 

NOT FOR COSMETIC USE!
46 Melon, 48 Tropical, 49 Clove, 50 Hey Baby, 58 Frog 
Vinylester resin, Urethane acrylates, HEMA, Hydroxy-methylphenylpropanone, Ethyl(2,4,6-
Trimethylbenzoyl)-phenyl phosphinoxid, silica, Propoxylated glycerol triacrylate, Acrylic polymer, 
HQME, +/- 45160, 45170, 45380, 74160,74260, 77491, 77491, 77861, 77891, 68210, 564120, 
615670, 60725, 73300, 73915,56238, 68550, Polyester/Copolyester Acrylic Copolymer/Silica/
Styrolacrylat Copolymer/Methylmethacrylat



Luxury Farbgel 1080-01 bis 1080-78

Piktogramme:

Gefahrenhinweise
H315 Verursacht Hautreizungen.
H317 Kann allergische Hautreaktionen verursachen.
H319 Verursacht schwere Augenreizung.

Sicherheitshinweise
P261 Einatmen von Staub/Rauch/Gas/Nebel/Dampf/Aerosol vermeiden.
P272 Kontaminierte Arbeitskleidung nicht außerhalb des Arbeitsplatzes tragen.
P280 Schutzhandschuhe/Schutzkleidung/Augenschutz/Gesichtsschutz tragen.
P302+P352 BEI BERÜHRUNG MIT DER HAUT: Mit viel Wasser waschen.
P321 Besondere Behandlung (siehe … auf diesem Kennzeichnungsetikett)
P333+P313 Bei Hautreizung oder -ausschlag: Ärztlichen Rat einholen / ärztliche Hilfe hinzuziehen. 
P362+P364 Kontaminierte Kleidung ausziehen und vor erneutem Tragen waschen.
P305+P351+P338 Bei Kontakt mit den Augen: Einige Minuten lang behutsam mit Wasser spülen. 
Eventuell vorhandene Kontaktlinsen nach Möglichkeit entfernen. Weiter spülen.
P337+P313 Bei anhaltender Augenreizung: Ärztlichen Rat einholen / ärztliche Hilfe hinzuziehen. 
P501 Inhalt/Behälter der Entsorgung zuführen.
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